
2.017.86.12.820.836.1Bagasse

1.924.01.90.69.842.7Kraft Fiber 
Sludge3*

0.21.30.20.116.965.7Kraft Fiber 
Sludge2*

5.824.05.80.612.232.3Kraft Fiber 
Sludge1*

8.024.87.60.912.331.0Cassava 
Stalks

15.212.96.41.38.349.1Rice Hulls

7.235.28.51.410.722.1Peanut 
Shells

AshLigninExtractivesArabinanXylanGlucanBioresource

BioResource Chemical Compositions
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